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We report molecular dynamics simulations of monolayers of copper complexes covalently attached to a graphite
surface in water. Simulations are performed to calculate the structural (density profiles, distribution functions),
dynamical (diffusion coefficients) and energetical properties of typical systems presenting a finite length in the
third dimension. The results are discussed as a function of the method used for computing the long-range
Coulombic interactions. Three different methodologies are used: a two-dimensional method (HKE) more
extensively in simulation time, the standard Ewald summation technique (EW3D) and the corrected Ewald
method (EW3DC). From a computational viewpoint, the comparison between methods is essential to establish
the set-up conditions and it represents a pre-requisite work before further investigating these grafted systems.
We complete this study by providing a molecular description (structure, energy, diffusion, hydration) of the
grafted monolayers of copper complexes and of the water molecules.
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1. Introduction
Monolayers of organic molecules grafted onto solid

surfaces have been the focus of intense research because

of their potential use in a plethora of technological
applications ranging from biosensing applications to
microfabrication technology [1]. One of the most
investigated monomolecular layer on solid surfaces
are the self-assembled monolayers formed via strong
chemisorption of alkanethiols on gold surfaces [2...5].
Animportant aspect of such interfacial engineering is to
control the organization, orientation, and functional
properties of immobilized molecules at the monolayer.
This is particularly important for the immobilization of
proteins that are relatively sensitive to unfolding, steric
hindrance and inactivation on surface. Consequently,
during the last few years, considerable effort has been
made to develop new immobilization strategies that
circumvent the problem of biomolecular inactivation on
surfaces. Among these strategies, the method based on
metal-ion chelating agents and their specific affinity for
proteins containing histidine residues was proved
particularly useful to control protein orientation on
surfaces and to preserve their function [6]. In this
system, the imidazole moieties of the protein can chelate
to the free coordination sites of divalent transition-
metal ions such as Cu(ll), which are themselves

immobilized onto solid supports via appropriate
chelating agents such as the tetradentate nitrilotriacetic
acid (NTA) ligand. Self-assembled monolayers of thiol-
functionalized-NTA on gold supports have been the
most widely investigated. However, the use of gold as
solid support presents a number of disadvantages such
as the oxygen sensitivity of thiol compounds, the
moderate stability of the self-assembled monolayer
upon storage. To overcome some of these problems,
carbon surfaces were recently functionalized by self-
assembled monolayers of NTA-modified loaded with
Cu(ll) [7] (Figure 1).

A better understanding of the general properties
governing these monolayers of metal-chelating ligands
attached to electrodes is required. In fact, interfacial
self-assembled monolayer properties are determined by
molecular structure on the surface which is strongly
affected by molecular intra- and inter-chain interac-
tions and interactions with solvent as well as with the
substrate [8,9]. It also appears that there is still a dire
need for probes capable of providing structural
information to know the details of molecular-scale
surface architecture.

Computer simulation has already made important
contribution to the understanding of the processes
involved with molecules and reactions and is
now a vital adjunct to experimental studies [10].
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Molecular simulation employs force-field functions that
calculate the overall potential energy of a system based
on a summation of individual atom...atom pair interac-
tions. The force-field equations take into account the
contributions from binding interactions and non-
binding interactions. Following the pioneering work
of Kleines group [11,12], a number of simulations
have employed force field to explore the structure and
dynamics of a self-assembled monolayer (SAM).
However, the majority of the work has been limited to
the study of alkanethiols of different tail-groups which
self assembled on a Au surface in the presence of water
[11...21]. Several molecular dynamics and Monte Carlo
computer simulations studies of carboxylic acid-func-
tionalized self-assembled monolayers [22...24] and of
oligo(ethylene oxide) (OEOQO) or poly(ethylene oxide)
(PEO) self-assembled monolayers have also recently
been reported [25...27]. However, very few theoretical
chemical studies of monolayers on other surfaces than
gold have been reported [28...31] and none of them have
focused on negatively charged monolayers of chelating
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Figure 1. (a) Modified nitrilotriacetic acid (NTA) complexed
by Cu(ll) cation, (b) atomic charges calculated from the
DFT/B3LYP method and (c) a snapshot of the MD
configuration of 10 grafted NTA...Cu(ll) complexes onto
the HOPG surface without the water molecules: oxygen
(red), carbon (black), nitrogen (blue), Cu (yellow), hydrogen
(white).

metal compounds immobilized onto a carbon surface
via tetradentate nitrilotriacetic acid.

The presence of a surface creates a non-uniformity
of the local density along the direction normal to the
surface and gives rise to important issues concerning the
truncation procedures and the methodology used to
account the Coulombic interactions. Additionally, this
type of system is represented by a slab geometry in
molecular simulations where periodic boundary
conditions are used in two of the three directions and
physical boundaries preventing molecules from leaving
the primary cell. For this slab geometry, the calculation
of the long-range Coulombic interactions cannot be
performed directly using the standard Ewald summa-
tion method [32,33] which is the most widely applied
technique for this kind of interactions in a three-
dimensionally periodic system. Different methodologies
can be thus established. Some of them [34...36] are
designed to calculate long-range interactions in systems
periodic in two directions but bound in the third one.
The Hautmann...Klein Ewald method (HKE) [35] is one
of these methods and corresponds to an adaptation of
the Ewald method for systems which are periodic in two
dimensions only. Another alternative consists of apply-
ing the standard three-dimensional Ewald summation
method (EW3D) to a simulation box elongated in the
z direction so that a sufficiently large empty space is left
between the periodic images [37,38] to dampen out the
interslab interactions. A more elaborated treatment of
the long-range interactions (EW3DC method) consists
of modifying the EW3D method by the addition of
a correction term to remove the total dipole moment
of periodically repeating slabs.

It is essential from a computational viewpoint to
compare the different alternatives to estimate the long-
range Coulombic interactions. The HKE method is in
fact well adapted for slab-like systems however, itis very
time consuming with a simulation time 10...20 times
higher than that of EW3D. Two reference systems are
then studied using either one two-dimensional method
(the Hautman...Klein method) or two three-dimensional
methods (EW3D, EW3DC). These reference systems
are built in such a way that the size of the system allows
the comparison in a reasonable simulation time. We
then perform a series of comparisons on the structural,
dynamical and energetical properties. The first refer-
ence system is constituted by only water molecules
embedded between two parallel graphite plates. We
have then extended the comparison on a second
reference system of our main interest which concerns
the negatively charged monolayers of chelating copper
compounds immobilized onto a graphite surface in an
aqueous solution. Finally, we apply the EW3DC
methodology to obtain a molecular description on the
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structure, hydration, dynamics and energetic properties
of a more sophisticated system of these monolayers.
The outline of the paper is as follows. In Section 2,
we present the potential model with the different
methods for calculating the long-range Coulombic
interactions. In Section 3, we discuss the results as
a function of the method used by paying attention on
the system formed by monolayers of charged copper
complexes covalently attached to a graphite surface in
water. We focus on the electrical, structural and
diffusion properties on the grafted NTA...Cu(ll)
ligands using the EW3DC method. We conclude in
Section 4 by a brief summary of our main results.

2. Computational procedures

2.1. Model

In the case of the modelling of the NTA molecule, we
use the all-atom (AA) version of the Cornell force

field AMBER [39]. The general potential function is of
the form
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where k,, k and k are the force constants for
deformation of bonds, angles and dihedrals, respec-
tively. The equilibrium values of bond distances and

valence angles correspond tg, and ,, respectively.
In the dihedral angle term, | is the periodicity and
is the phase factor. The C...H and O...H covalent
bonds were kept of fixed length by use of the
SHAKE algorithm [40] and the aromatic rings were
kept planar using six improper torsional potentials.
The intermolecular and intramolecular interactions
consist of a van der Waals repulsion...dispersion term
calculated using the Lennard...Jones (6...12) potential,
represented by the penultimate term in Equation (1).
In the AMBER force field, the nonbonded interac-
tions between atoms separated by exactly three
bonds (1...4 van der Waals interactions) are reduced
by a factor of 0.5 [39]. The Lennard...Jones potential
parameters for the interactions between unlike atoms
were calculated by using the Lorentz...Berthelot
mixing rules (quadratic and arithmetic rules for j
and ; parameters, respectively). The water mole-
cules were represented with the TIP4P/2005 model
[41]. This representation (Table 1) consists of four
interaction sites: three of them are placed at the
oxygen and hydrogen atom positions, respectively.
The fourth site is placed at the bisector of the
H...O...H angle.

The metal...ligand interactions are treated as being
fully covalent and are modelled using the Morse
potential [42].

2.2. Long-range electrostatic interactions

The last term in Equation (1) corresponds to the
electrostatic energy Eg, gc) of the system. ConsidemN
molecules in a volumeV ¥4L, L, L, with centre of mass
ri, each molecule containg; chargesqg;, at position ri.
The electrostatic interactions handled with the Ewald
sum method [32,43] in a box with orthogonal axis that

Table 1. Dimensions [y, Ly,L,) (A) of the simulation box, reciprocal lattice vectors Khmaxj,jhyma"j,jh;"axj) (A 1), and the Ewald

X

parameter (A). The CPU times (hour) are reported for a production phase of 600 ps for water embedded between two parallel
plates and a production phase of 300 ps and for the grafted NTA...Cu(ll) ligands. The reported CPU time represents the real time

of the job carried out over eight processors.

Method Ly Ly L, jhyaj T jhoa] Ny CPU time
Water embedded between two graphite plates

HKE 39.4 38.4 50 4 4 0.080926 2340 514
EW3D/EW3DC 394 38.4 190 7 7 34 0.17329 2340 39
Grafted NTA...Cu(ll) onto graphite plates with charges distributed on the opposite surface

HKE 39.4 38.4 50 4 4 0.080926 2200 330
EW3D/EW3DC 39.4 38.4 190 7 7 34 0.17329 2200 15

Grafted NTA...Cu(ll) onto graphite plates with NaP counter-ions

EW3DC 39.4 38.4 320 7

7 58 0.17329 3715 67
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is overall charge neutral are given by the following
contributions
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where erfck) is the complementary error function and
erf(x) is the error function. is chosen so that only pair
interactions in the central cell need to be considered in
evaluating the second term in Equation (2). In the last
term of Equation (2), M, i%,the net dipole moment of
the simulation cell given by i’}'/d giri. This contribution
is the correction term from Yeh and Berkowitz [37]
which results by the plane-wise summation method
proposed by Smith [43]. Adding this term to the total
energy amounts to using a-component force for each
atom given by

I:i,z Ya 7Mz: 3b

The EW3DC method differs from the standard EW3D
method only by the presence of this dipole correction.
The functions S(h) and Q(h) are defined using
Equations (4) and (5), respectively
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where the reciprocal lattice vectorh is defined as
h¥%2 (I/Lx, m/Ly,n/L;) wherel, m, n take values of O,

1, 2,..., 1 .Thereciprocal space sumis truncated
at an ellipsoidal boundary at the vector jh™®j.
The values of the components of the vectojh™®j are
given in Table 1 for each system.

The total Coulombic interactions for a two-
dimensional periodic system which is finite in the
z-dimension can be calculated using the Hautman and
Klein method [35]. The operational expressions of the
total electrostatic interactions can be found elsewhere
[35] for completeness.

The atomic charges on the grafted NTA...Cu(ll)
complex have been calculated from the density-
functional theory (DFT) [44,45] (B3LYP) [46...48]

with effective core potential (SDDALL) Gaussian
basis sets using the GAUSSIAN 03 package [49] and
the CHELPG [50] procedure as a grid-based method.
The calculated charges are reported on Figure 1(b).

2.3. Set-up conditions

The equations of motions are integrated using the
Verlet Leapfrog algorithm scheme atT %298 K with

a 2fs timestep. The simulations are performed in the
NVT ensemble using the Hoover algorithm [51] with
a coupling constant of 0.5 ps. The SHAKE algorithm is
used to preserve the rigidity of the water molecules
and the OH and CH bonds in the NTA molecule. The
cut-off for the Lennard-Jones contribution is fixed to
12 A whereas it is equal to 18 Afor the real space of the
electrostatic interactions. We also use a reciprocal
space cut-off radius of 1.14 A*. The box dimensions,
the number of water molecules, the Ewald parameters
are reported in Table 1 as a function of the system.
The configurations are generated using the parallel
version of the modified DL_POLY_MD package [52]
by using up to eight processors at a time. The
parameters of the long-range electrostatics interactions
evaluated by either the Ewald summation technique or
the HKE techniques have been calculated in order to
satisfy a relative error of 10 °. In the case of water
embedded between two parallel plates, a run consisted
of 200ps of equilibration followed by a production
phase of additional 600ps. To allow a possible
comparison between the different methods in
a reasonable simulation time, an equilibration period
of 200ps and an acquisition phase of 300ps were
performed over the NTA...Cu(ll) grafted surfaces.
The corresponding CPU times are reported in
Table 1 for comparison.

3. Results and discussions

3.1. Comparison between HKE, EW3D and EW3DC
methods

Firstly, a system formed by 2340 water molecules
embedded between two parallel graphite plates was
studied. This latter has the particularity to present the
total dipole moment of the simulation cell close to
zero. It is then expected that the EW3D and EW3DC
methods give the same results. A series of molecular
dynamics simulations of liquid water between two
parallel graphite plates with no defects with C...C
distance of 1.42A have been performed at room
temperature (T %298K) and fixed densities. The
graphite surface is composed by one layer of 1618
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unit cells leading to 576 carbon atoms and to an area of
(39.4 38.3A%). The carbon atoms of the graphite
layer are treated as fixed on the initial rigid lattice. We
have also described the graphite as a set of two or three
flat sheets separated by 3.35 A&and stacked perpendi-
cular to the z axis. We have observed no difference on
the structural and energetic properties of the system
when the number of layers is increased. As a result, the
graphite surface is modelled as only one flat sheet in
the present work. The system is thus composed of two
sheets of highly oriented pyrolytic graphite (HOPG)
separated by a distanced of 50A. The intersurface
spacingd is adjusted to yield the bulk density across
the simulation box. When we apply the HKE method

for the calculation of the long-range Coulombic
interactions, the z-dimension of the box is fixed to
50 A. We extend this box length dimension up to 190 A
in the case of the calculation of the electrostatic
interactions using the EW3D and EW3DC methods to
be in line with the recommendations of Spohr [53].
Molecular simulations have been reported already for
this system in the literature [54,55]. However, our
simulations differ by a greater separation distance and
a systematic comparison between HKE, EW3D and
EW3DC methods.

Figure 2(a) shows the molecular density profiles
of water along the z-direction normal to the surfaces.
We observe that the profiles can be considered as
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Figure 2. (a) Water molecular density profiles along thez-direction for HKE (open circles), EW3D (solid lines) and EW3DC
(dashed lines). (b) Temperature profiles of (z) calculated from 1/3 Ty, (2)p Tyy (2) b T, (2)) for the three methods. (c) O-O pair
correlation functions for water in a 1.0A slab which is centred in the middle of the simulation cell. The diamond points
correspond to the three-dimensional radial distribution function calculated in a bulk water simulation cell.
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identical for the three methods and that a region of
bulk liquid of approximately 25A is formed in the
middle of the cell. Figure 2(b) shows the molecular
temperature profiles of the local temperature T
defined by 1/3(Tx«p Tyyp T,,) components. TheT
component along the z-direction is calculated via
Equation (6)

*P +

:\1‘/41 H&ibmi a/ib:a/ib
keT &b Y P

N , &p

wherekg is Boltzmannes constantm; and (v;) are the
molecular mass and -component of the velocity of the
centre-of-mass of water molecule, respectively.H(z)
is a top-hat function defined such that:

8

< z z
H&b Y 1, forz 75 z5 sz,

" 0, otherwise,

orp

where z is the slab thickness. The analysis of the
temperature profile establishes that the temperature is
identical for eachz and equal to the input temperature
for EW3D and EW3DC. For HKE, we observe

a slight decrease of the local temperature in the
middle of the box (deviation of 1% from the input
T) whereas there are slight increases df near the
surfaces with the same deviation. However, the average
temperature calculated over the slabs is 300 3K for
HKE and 300 1K for EW3D and EW3DC. We also
check that the diagonal elements of the temperature
tensor are equivalent showing an identical equi-
partition of the kinetic energy in the three directions
for all the methods. The profiles of the off-diagonal
elements of the temperature tensor fluctuate about
a zero mean value, as expected for a system at thermal
equilibrium.

We examine the structure of water in Figure 2(c) by
calculating the oxygen...oxygen pair correlation
function in 1.0A slab centred in the middle of the
box for the three methods. We add for comparison the
three-dimensional oxygen...oxygen radial distribution
function calculated in a bulk liquid simulation box.
The fact that the plots resulting from the two-
dimensionally periodic systems are identical with that
of the three-dimensionally periodic bulk water system
confirm that we have a region of bulk water in the
middle of the cell. We also check that the structure of
water is described in the same way with HKE, EW3D
and EW3DC. To complete the comparison between the
methods on this system, it is very interesting to
compare the degree to which the water molecules are
correlated over long distances. This can be done by

calculating the finite-systemg-Kirkwood factor [56] Gy
from the following equation
V2 h MihMi

Gk V4T, &D
where M is the total dipole moment of the simulation
box and 2 is the mean-squared molecular dipole
moment. For the TIP4P/2005 model, is equal to
2.305D. Figure 3(a) displays the cumulative time
average of the factorGy, over 600 ps. We check thaGy

(@) 8 T T T T T

° HKE

0 100 200 300 400 500 600

Time (ps)
(b) 20 gy - " ¢
B
'
§ 15 b é 05 F |
% ﬁ 0.0
NE 1of EN e g
=] o
— -1.0 s s
= o 0 10 20 30 40 50
e/
L/ Y2 o
0 100 200 300 400 500 600
Time (ps)

Figure 3. (a) Cumulative time average of the factorG, of
TIP4P/2005 water model at 298K as a function of the
different methods as indicated in the legend. (b)
Convergence of the square of the average total dipole
moment for water. The inset shows theM ,(z) profile along
the z-direction for the three methods.M, is given in Debye
(1D %10 *8esucm).
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is a slowly fluctuating property and that it requires
significant simulation time to converge. We obtain final
values of G, of 2.2, 2.2 and 2.1 for HKE, EW3D and
EW3DC, respectively. For comparison,Gy is equal to
3.1 for the bulk water system. We show that the
correlation of water molecules over long distances,
where long-range electrostatics continue on playing
a major role, does not depend on the method used
(KHE, EW3D, EW3DC) in the case of water embedded
between two graphite plates. We also check that the
cumulative time average of thehMi hMi quantity
(Figure 3(b)) converges to zero at long time. This quantity
measures the absolute values of the fluctuations and is
a good parameter for establishing the convergence of
M. We find that the total dipole moment M is equal to
zero in agreement with the fact that there is no net
polarisation in the simulation cell. This is confirmed by
the profile of the z-component of M across the
simulation cell shown in the inset of Figure 3(b).
The inset shows that the totalM , is zero for each slab
and for all the methods. Table 2 reports the total energy
contributions of the simulation cell for the Lennard-
Jones and electrostatic contributions. We observe that
the energy contributions can be considered as similar
within the error bars indicating an equal repartition of
the different contributions for the three methodologies.
The fact that the values of the Coulombic interactions
match perfectly for the three methods also contributes
to validating the EW3D methodologies for the calcula-
tion of these long-range interactions.

We confirm the good agreement between the
methods by the calculation of the parallel and
perpendicular components of the diffusion coefficient
of water by using the Einstein expression [57].
The values of the diffusion coefficient are listed in

Table 2. Lennard-Jones(, ;) and Coulombic (Ug gc) energ%/

Table 2 as a function of the methodology. We observe
that the different values of the components match
satisfactorily between HKE, EW3D and EW3DC. We
also check that the components calculated from the
Green...Kubo expression [57] are in line with those
reported in Table 2 within the statistical uncertainties.
In the case of a separation distance of 50 Aa large
percentage of the water molecule is far from the
surfaces suggesting that the influence of the surfaces is
reduced. This explains why we find values of the
diffusion coefficient close to that calculated in bulk
water with the TIP4P/2005 model (2.4 10 ®cm?®s 1)
and to the experimental self-diffusion coefficient of
water [58] at 298K (2.3 10 ° cm?s ). This assertion
can be checked through the analysis of the perpendi-
cular componentD- which does not differ significantly
from the parallel component.

We now focus on a system consisting of grafting
randomly 10 NTA...Cu(ll) complexes onto a HOPG
graphite surface formed by 576 atoms, the surface
coverage being 110 pmol cn? [7]. Each chain is
covalently attached to a carbon of the graphite surface
(Figure 1). A second graphite surface bounds the
simulation in the z-direction. We take the route of
distributing the total positive charge p 10 €) on each
carbon atom with a charge of (10/576 e) of the second
graphite surface to obtain a neutral system. This
method avoids both the addition of counter-ions and
the increase of the box size along the axis. We have
chosen this system model in order to have a system size
allowing a comparison in a reasonable simulation
time between the two-dimensional (HKE) and three-
dimensional Ewald methods. WhereadVl , is equal to
0D in the case of water embedded between two graphite
plates,M, is about 0.6 D for the grafted system.

contributions (kJ mol %), overall coefficient diffusion D, parallel

(Dy) and perpendicular 0-) components of D (10 *cm?s ). The diffusion coefficients are calculated over 60 time origins
separated by 0.5 ps. The calculation is performed over a total time of 50 ps. In the case of the grafted NTA...Cu(ll) complexes, the
diffusion coefficients are calculated at two different locations (zone 1/zone 2). The zone 1 and zone 2 are defined by
0A5 z5 25A and 25A5 z5 50A, respectively. The experimental self-diffusion coefficient (1§ cm? s ) of water [58] at

298K is reported for comparison.

Method ULJ UELEC D Dk D?
Water between graphite plates

HKE 1.736 10 1.295 10° 2.1 2.3 1.8
EW3D 1.722 1¢* 1.296 10° 25 2.7 1.9
EW3DC 1.722 10* 1.296 10° 2.6 3.0 1.8
Grafted NTA...Cu(ll) complexes onto graphite plates with charges distributed on the opposite surface

HKE 1.802 1.450 10° 0.9/2.4 0.8/3.0 0.9/1.9
EW3D 1.793 10* 1.460 10° 1.0/2.6 1.0/3.1 0.9/1.9
EW3DC 1.790 10* 1.460 10° 1.0/2.5 1.1/2.8 0.8/2.2
Experimental diffusion coefficient of water [58] 2.3
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Figure 4(a) presents the density profiles of the
water molecules and of the grafted NTA...Cu(ll)
complexes for the three methodologies. Interestingly,
we observe that the different methods yield the same
density profiles. The profile of the number of hydrogen
bonds per water molecules is reported in Figure 4(b).
Let us recall that two water molecules are identified as
being hydrogen bonded only if the oxygen...oxygen
distance is less than 3.5 Aand simultaneously the OHs
OH O distance is less than 2.45AWe check that

respecting these two conditions leads to the oxygen...

oxygen...hydrogen angle being less than 3(®9...61].
The profile shows a decrease in the number of
hydrogen bonds until z¥416A. Up to 16A, the

(a)

p(g.cm™3)

number of hydrogen bonds increases again. The fact
that the profiles of the number of hydrogen bonds per
water molecules and the oxygen...oxygen pair correla-
tion function in the bulk-like region (Figure 4(c)) are
very close for HKE, EW3D and EW3DC indicates that
the structure of the water is correctly described within
the system. Finally, all structural properties studied
here show that the three-dimensional methods give
results in perfect accordance with the two-dimensional
HKE method. Let us consider results obtained for
energetic and dynamical properties (Table 2).
The values of the Lennard...Jones and Coulombic
interactions deviate by less than 1% between the
three methods. We also observe that the diffusion

(b) 4.0 — T B R S ™1

50

0.0 &

6 8 10

r(A)

Figure 4. (a) Molecular density profiles of water and atomic density profiles of the grafted molecules along thedirection for
HKE (open circles), EW3D (solid lines) and EW3DC (dashed lines). The density profiles of the grafted molecules are scaled
down by 2 for clarity. (b) Profiles of the number of hydrogen bonds between water molecules along the direction normal to the
surfaces. (¢) O...0 pair correlation functions for water in a 1.0 8lab located atz%30A.
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coefficients calculated at two different locations match
satisfactorily between HKE, EW3D and EW3DC.
The components of the diffusion coefficients calculated
in zone 1 defined by 25A z5 50A are in fact very
close to those of the water embedded between graphite
planes. In the case of zone 2 defined by 0B z5 25A,
water molecules strongly interact both with the grafted
molecules to give preferential hydrogen bonds and with
the graphite surface involving preferential orientations.
This leads to a slower diffusion of the water molecules
in the interfacial region.

The fact that the EW3D and EW3DC methods lead
to the same results for the two studied systems can be
explained by the dimensions of the simulation cell
which makes an empty space length five times larger
than the space of the primary occupied cell. Using such
box dimensions, the methods are made very close.
However, from a theoretical viewpoint, it is more
rigorous to use the EW3DC method.

3.2. Structure and energy

Given that the EW3DC methodology correctly repro-
duces the results of a two-dimensional method, we then
apply it to a more sophisticated system of a grafted
NTA...Cu(ll) system. In fact, we decide to improve our
methodology by taking into account the presence of
counter-ions in solution to counterbalance the negative
charges of the grafted complexes and to better model
the experimental conditions. We then add to the
simulation 10 mobile Na” cations to obtain a neutral
system. We extend then the primaryg-dimension from
50 to 80A. It amounts to extending within the
EW3DC methodology the total z-dimension from 190
to 320 A with two empty spaces of 120 Asurrounding
the primary cell. The different parameters for this
simulation are given in Table 1. The simulation time is
increased up to 1ns for the production phase.
The previous methodology consisting of charging the
opposite graphite surface leads to the creation of
a dielectric field across the direction normal to the
surfaces. In the case of the addition of counter-ions, we
observe in Figure 5(a), a quasi-zero profile of the local
M,(z) across the z-direction from 2z%60A. This
indicates that the z-dimension is developed enough to
yield a bulk-like region from the grafted surface. To
further investigate this behaviour, we have plotted in
Figure 5(b) the angular density of probability n(cos )
as a function of cos for three different zones A, B and
C. s the angle between the molecular dipole moment
vector of water molecules and the constant unit vector
normal to the graphite surface. We observe an uniform
distribution of cos for water in zone C as expected for

distributions in the bulk-like region. Zone A, which is
close to the ends of grafted molecules, is characterized
by a preferential orientation of water molecules with
respect to the graphite surfaces: the hydrogen atoms of
water molecules point to the surface. This effect is
much less marked for the intermediate region B and
disappears for zone A. To check the influence of the
counter-ions on the electrical properties of the system,
we calculate the charge density profile across the
simulation box from the following expression

X

q&p Ya _ g i@k ob
I

where q; is the charge of the atomi and (2) is the
density number profile. The profile of the electric field
E(z) along the z direction can be calculated by

integrating the charge density profile according to
1 Zz

Edb Ya—
0 1

(22’ aop

where ¢ is the vacuum permittivity. As expected from
the non-isotropic distribution of the water dipole
moment at the surface, the charge density profile
shown in Figure 5(c) does not vanish close to the
surface with strong fluctuations at distances closer
than 10 A from the graphite surface. From a distance
greater than 20 A the charge density profile is zero.
The analysis of the electric field profile in Figure 5(d)
shows that the electric field reaches a constant zero
value from 20 A and confirms the fact that the presence
of the counter-ions does not prevent the development
of a fully bulk-like region in the centre of the
simulation box with an isotropic distribution of the
water molecules. These electrical features could be
recovered in the use of oppositely charged surfaces as
long as there is sufficient separation distance between
the surfaces.

We have shown that the use of the EW3DC
methodology and the explicit modelling of the coun-
ter-ions produce a consistent description of the
electrical and thermodynamic properties of the grafted
NTA...Cu(ll) system. These checks are essential before
an extensive study of the energetic and structural
properties of the system. Our conclusions concerning
the use of the EW3DC method in interfacial systems
which are non-periodic in one of the three directions
are in line with those drawn from previous works
[37,62...64].

We now focus on the description of the physical
insights of the grafted NTA...Cu(ll) system. A typical
snapshot of the system with the water molecules is
shown in Figure 6 in the case of a surface coverage of
110 pmol cm 2. A detailed description of the modified
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Figure 5. (a)z-component of the total dipole moment of the slab centred at along the z-direction; (b) angular density profile of
probability n(cos ) as a function of the cosines of for three different zones A (20A5 z5 30A), B (40A5 z5 50A) and C
(60A5 z5 70A). is formed by the dipole moment of water molecules and the-axis direction, represented by a unit vector
perpendicular to the graphite surface; (c) charge density and (d) electric field profiles along the direction normal to the surface.

graphite surface requires one to represent the density
profiles of atoms of the grafted molecules as a function
of the distance from the surface. We represent in
Figure 7(a) the density profiles of several atoms such as
the oxygen atoms of the carboxylate end groups, the
copper and sodium atoms. We also report the profile
of the carbon atom of the amide group close to the
phenyl group covalently attached to the graphite
surface. The profiles of the oxygen atoms of the
carboxylate groups extend over a region of 13A
(5A5 z5 18A) indicating a high mobility of the
terminal group of the grafted molecules. The profile of
the amide carbon shows a well-defined narrow peak

indicating that the first part of the molecule is rigid
with very little degrees of freedom due to the covalent
bond between the aryl group and the graphite surface.
As expected from the modelling of bonds between the
copper cation and some oxygen atoms of the terminal
carboxylate groups, the profile of the copper ion is
found to be similar to that of the carboxylate groups.
The counter-ions present an uniform profile in the zone
of 5A5 z5 20A, in line with the fact that these
regions are occupied by the polar groups of the grafted
molecules. We also note that a very weak proportion of
counter-ions can diffuse far from the surface but they
do not affect the electrical properties of these zones.
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Figure 6. Snapshot of an equilibrium configuration of 10
grafted NTA...Cu(ll) complexes onto the HOPG surface with
the water molecules. The water molecules are represented by
stick-balls where the bigger balls represent the oxygen atom
and smaller balls the hydrogen atoms. The sodium cations
are represented in grey.

Figure 7(b) shows the density profiles of hydrogen
bonds between the carboxylate end groups and water
molecules and between the amide group and the water
molecules. Hydrogen bonds can exist between the
grafted molecules and water molecules within the
region 4A5 z5 20A. The inset of Figure 7(b)
shows the total density of water...water hydrogen
bonds and water-grafted molecule hydrogen bonds.
We observe in the resulting profile that the value of
0.10gcm 3 obtained in the bulk-like zone is not
recovered in the zone occupied by the grafted
molecules. This means that the number of hydrogen
bonds between the grafted molecules and water do not
compensate the loss of hydrogen bonds between water
molecules due to the grafting of NTA...Cu(ll)
complexes.

Figure 8(a) displays the mean squared displace-
ments of the molecular centres of water molecules in
the parallel and perpendicular directions for the
grafted zone (0A5 z5 20A) and the bulk-like zone
(35A5 z5 80A). We give for comparison the mean
squared displacements of the molecular centres of
water in the case of isotropic bulk water. In the case of
the grafted system, we take into account only the water
molecules which have never left the region of interest

during the calculation. The parallel component of
the diffusion coefficient in the grafted and bulk-
like regions is equal to 1.0 10 °cm?s ' and to
2.4 10 °cm?s ', respectively, whereas the perpendi-
cular component decreases from 2.0 10 *cm?s ! in
the bulk region to 0.8 10 ® cm?® s ! in the region
close to the surface. In the bulk-like region, the value
of the lateral component of the diffusion coefficient is
equal to that of the isotropic diffusion coefficient for
the TIP4P/2005 water model at 298 K (2.4 10 ° cm?

s 1 whereas the value of the perpendicular component
is slightly weaker. This indicates that the diffusive
behaviour of water molecules in thez direction ranging
from 35A5 z5 80A is weakly retarded due to the
presence of the graphite surface. However, Figure 8(b)
shows that the normalized velocity autocorrelation
functions of water molecules in the bulk-like region
match very well with that of the isotropic bulk water
and tend slowly to zero. The lateral and perpendicular
components of the velocity correlation functions
calculated in the grafted zone contrast with those
calculated in the bulk region by a more negative first
peak and by the fact that these curves tend to zero with
damped oscillations. These oscillations mean that the
water molecules are trapped in a cage formed by
neighbouring water molecules and NTA...Cu(ll)
grafted ligands. The fact that the first oscillations
appear for negative values of the correlation functions
indicate that the reversal of the velocities is correlated
and that the cage effect has a certain lifetime. From
0.6 ps, the correlation functions oscillate around zero
indicating that wuncorrelated cages are formed
successively.

The energetic description of the system requires one
to calculate different energy contributions between
grafted molecules and the water molecules. We report
in Figure 9(a) the average values of the dispersive
contribution to the Lennard-Jones potential and of the
electrostatic energy between a given molecule and
the rest of the grafted molecules as a function of the
molecule number. The dispersive term modelled as

1/r® is used to model the van der Waals interactions
whereas 1/r'? represents the repulsive interactions.
We observe an inhomogeneous distribution of
the dispersive term as a function of the grafted
molecule number whereas the distribution of the
electrostatic contribution is much more homogeneous.
The dispersive and repulsive terms of the Lennard...
Jones potential give important contributions at short
distances; the electrostatic contribution in (1r)
continue to yield contributions at larger distances.
It means that the repulsive and dispersive terms are
very sensitive on the way of grafting the molecules and
of the local environment whereas the electrostatic
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Figure 7. (a) Density profiles of different atom types as a function ok and (b) density profiles of the hydrogen bond between the

grafted molecule and the water molecules.

contribution gives rather an average contribution for
the grafted surface. Grafting NTA...Cu(ll) ligands
amounts to constraining molecules along the direction
normal to the surface; these molecules cannot relax to
reduce the repulsion between their partial charges.
This leads to an unfavourable electrostatic energy
contribution. Figure 9(b) shows the dispersive and
electrostatic energy contributions between each grafted
NTA...Cu(ll) ligand and the water molecules. We also
give for completeness the number of water molecules
interacting for each grafted molecule with the
Lennard-Jones (%12 A) and electrostatic (%18 A)
cut-offs. Interestingly, we observe that each NTA...
Cu(ll) molecule interacts approximately with the same
number of water molecules. This uniform distribution

of the electrostatic and dispersive contributions shows
that the hydration of the grafted molecule does not
depend on the way of grafting the molecule for this
value of surface coverage.

4. Conclusions

In view of the modelling of monolayers of copper
complexes covalently attached to a graphite surface in
water, we have compared one two-dimensional (HKE)
and two three-dimensional methods (EW3D) and
(EW3DC) for the calculation of the long-range
electrostatic interactions. For a slab geometry, it is
necessary to extend enough the primary simulation cell
in the z-axis so that there is no artificial influence
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Figure 8. (a) Parallel and perpendicular components of the mean-squared displacements and (b) velocity autocorrelation
functions of water molecules for two different zones: a grafted zone defined by 0% z5 20 A and a bulk-like zone defined by
35A5 z5 80A.
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between the periodic images in this direction to use
a standard three-dimensional Ewald summation. From
a theoretical viewpoint, the EW3DC method must be
applied when there is a net polarization in the
simulation box because it adds a correction term
required to remove the leading dipole of the primary
cell. We have first checked on a typical system formed
of water molecules embedded between two graphite
surfaces that the density profiles, hydrogen bonds,
energy contributions and components of the diffusion
coefficient are independent of the method used. We
note that this observation is in line with the recom-
mendations given by Yeh and Berkowitz [37], i.e. that
the current EW3DC method is sufficient in terms of
accuracy and efficiently.

Finally, using the same methodology, we have also
modelled a grafted system modified in such a way to
present a largerz-dimension and to contain counter-
ions to counterbalance the negative charges of the
grafted molecules. The comparison between the
different methods were necessary to check some
fundamental aspects concerning the thermodynamic
equilibria and the electrical properties of the grafted
system. The fact that the methods compare very well is
also very important from a computational viewpoint
because the three-dimensional methods are 20 times
faster than the two-dimensional method.

We have then reported a detailed molecular
description of the grafted monolayers of copper
complexes. We have shown that the carboxylate end
groups maintain degrees of freedom and can form
hydrogen bonds with the water molecules. The first
part of the grafted molecules is strongly constrained
with very narrow density profiles due to the covalent
bond between the aryl group and the grafted surface.
We have shown that the hydrogen bond formed
between the grafted molecules and the water cannot
compensate the loss of hydrogen bonds between water
molecules due to the presence of grafted molecules.
The calculation of the diffusion coefficient shows that
a bulk-like region can also be identified with a slight
retard of the diffusion along the normal to the surface.
The analysis of the velocity correlation functions in the
grafted zone exhibits damped oscillations suggesting
a cage effect of water molecules in this zone.
The energetic description of the system establishes
that the hydration of the grafted molecules is identical
for each grafted molecule with a non-homogeneous
distribution of the molecule...molecule energy
contributions.

Given that the methodology and the system size are
now well adapted, we plan to study the impact of some
parameters (nature of the surface (gold or graphite),

length of the grafted molecule, surface coverage, pH)
on the properties of the grafted monolayers.
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